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While the effect of normal compression on the measured shear material properties of

viscoelastic solids has been already acknowledged in rheological studies in the literature, to

our knowledge, no systematic study has been conducted to investigate this effect in detail to

date. In this study, we perform two sets of experiments to investigate the effect of normal

strain and strain rate on the dynamic shear moduli of bovine liver. First, we apply normal

compressive strain to the cylindrical bovine samples up to 20% at loading rates of v¼0.000625,

0.00625, 0.0625, 0.315, 0.625 mm/s. Second, we perform torsional shear loading experiments, in

the frequency range of ω¼0.1–10 Hz, under varying amounts of compressive pre-strain (ε¼1%,

2.5%, 5%, 7.5%, 10%, 12.5%, 15%, 17.5% and 20%) applied at the quasi-static loading rate of

v¼0.000625mm/s. The results of the experiments show that the shear moduli of bovine liver

increase with compressive pre-strain. A hyper-viscoelastic constitutive model is developed and

fit to the experimental data to estimate the true shear moduli of bovine liver for zero pre-

compression. With respect to this reference value, the mean relative error in the measurement

of shear moduli of bovine liver varies between 0.2% and 243.1% for the compressive pre-strain

varying from ε¼1% to 20%. The dynamic shear modulus of bovine liver for compressive pre-

strain values higher than ε42.5% are found to be statistically different than the true shear

moduli estimated for zero compressive strain (po0.05).

& 2015 Elsevier Ltd. All rights reserved.
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1. Introduction

One of the most frequently used experimental methods for
characterizing the viscoelastic material properties of soft
tissue is the dynamic oscillation experiment. In this test,
small periodic strains at varying frequencies are applied to
the sample and the stress response is recorded. These small-
amplitude oscillatory tests are commonly performed in shear
using a rheometer. In rheological shear measurements, a
cylindrical viscoelastic sample is placed between the plates of
a rheometer, and some amount of compression is applied
first to ensure full contact between the sample and the plates
and hence to reduce the slippage. Subsequently, small oscil-
latory shear is applied to the sample in the linear viscoelastic
range (LVR) to measure its torque response. The shear stress
is then calculated from the measured torque response based
on the sample geometry. Finally, the shear stress is divided
by the shear strain in frequency domain to obtain two shear
moduli at each frequency: one in-phase with the applied
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strain, called shear storage modulus, and the other 901 out-
of-phase with the applied strain, called shear loss modulus.

Using a rheometer, the frequency-dependent shear material
properties of liver (Ayyildiz et al., 2014; Kiss et al., 2004; Klatt
et al., 2010; Liu and Bilston, 2000; Tan et al., 2013; Wex et al.,
2013), brain (Garo et al., 2007; Hrapko et al., 2008), and kidney
(Nasseri et al., 2002; Nicolle and Palierne, 2010) have been
measured. Although pre-compression has been applied to the
samples in all these studies, its effect on the shear material
properties of the soft tissue being tested has been reported in
few only. Hrapko et al. (2008) showed that increasing the normal
force applied on the brain tissue samples results in overestima-
tion of shear modulus. Tan et al. (2013) showed that the
magnitude of pre-compression alters the storage shear modulus
and LVR of bovine liver and recommend not applying more than
10% pre-strain in the normal direction. Despite these observa-
tions, to our knowledge, no systematic study has been con-
ducted to investigate this effect in detail to date. In this study, we
perform two sets of characterization experiments (normal com-
pression and dynamic shear loading) to examine the effect of
compression on the dynamic shear moduli of bovine liver. A
hyper-viscoelastic constitutive model is developed and fit to the
experimental data to estimate the dynamic shear moduli of
bovine liver at zero pre-strain and then compare with the
measurements performed at higher pre-strains. The constitutive
models developed so far for material characterization of liver
tissue have targeted to model either its linear (Ayyildiz et al.,
2014; Klatt et al., 2010; Liu and Bilston, 2000; Yarpuzlu et al., 2014)
or nonlinear (Nasseri et al., 2002; Nicolle et al., 2010) dynamic
viscoelastic response in shear loading only, but not under the
combined loading of compression and shear.
Fig. 1 – A liver tissue sample on the lower plate of the
rheometer.
2. Materials and methods

2.1. Preparation of tissue samples

In order to obtain cylindrical liver samples, fresh bovine livers
are harvested from 3 animals in a local slaughterhouse. The
livers are transferred from the slaughterhouse to our labora-
tory while cold preserved in the Lactated Ringer's solution at
þ4 1C. Cylindrical tissue samples with a diameter of 25 mm
and a thickness of 2.570.5 mm are obtained from each liver
using the tissue slicing and sampling apparatus developed in
our earlier study (Ayyildiz et al., 2014). A total of 28 tissue
samples are obtained from each liver. The samples are kept
in sterile specimen cups containing Lactated Ringer's solu-
tion until the time of testing. Each sample is tested within
30 min to ensure that its material properties are not affected
significantly from dehydration and all experiments for each
liver are completed within 12 h after harvesting. The rim of
each sample is covered with the preservation solution during
the experiments and the sample is not exposed to air until
the solution evaporates (Nicolle and Palierne, 2010).

2.2. Experimentation

The tissue samples are tested by a shear strain-controlled,
parallel plate rheometer (Anton Paar MCR 102, see Fig. 1). In
addition to a torque sensor for shear measurements, our
rheometer is equipped with a force sensor, having a range of
0.01–50 N with a resolution of 0.01 N, for measuring forces in
the normal direction. In order to prevent slippage between
the sample and the plates, sand paper is applied to the upper
and lower plates of the rheometer. The initial height of each
sample is determined by moving the upper plate with a very
low velocity of 0.000625 mm/s towards to the sample until a
contact force of 0.1 N is reached. Then, the movement of the
upper plate is stopped and the gap between the upper and
lower plates is measured and taken as the initial height of the
sample. Hence, in addition to the use of sandpapers, an initial
normal force is applied to each sample during the measure-
ment of its height, which makes the sample surface more flat
and reduces the contact problem during the actual character-
ization experiments. During all measurements, temperature
is kept at 24 1C by the Peltier module (P-PTD200/56/AIR) of the
rheometer.

In order to investigate the effect of pre-compression on
the dynamic shear response of bovine liver, normal compres-
sion and dynamic shear loading experiments are performed
on the samples (see Table 1).

2.2.1. Compression experiments
The samples are compressed in normal direction up to 20%
strain. Each sample is compressed only once at a loading rate
of v¼0.000625, 0.00625, 0.0625, 0.315 and 0.625 mm/s and the
force response is recorded as a function of displacement. The
compression experiments are repeated 4 times at each load-
ing rate with a different sample (see Table 1). Hence, a total of
60 tissue samples are examined in compression (4 samples
per loading rate�5 loading rates per liver�3 livers).

2.2.2. Dynamic Shear Loading (DSL) Experiments
In order to determine the LVR of the samples, amplitude
sweep experiments are performed under normal compressive
strains of ε¼5%, 10%, 15% and 20%, with four samples taken
from each liver (4 samples per liver�3 livers¼12 samples).
The samples are oscillated in torsion at a constant frequency
of ω¼10 Hz while the shear strain amplitude is varied from



Table 1 – Summary of the experiments.

Type of
experiment

Number of
livers

Number of
samples/liver

Compressive strain [%] Compressive strain
rate [mm/s]

Shear
strain [%]

Frequency
[Hz]

Compression 3 4 0-20 0.000625
4 0-20 0.00625
4 0-20 0.0625
4 0-20 0.315
4 0-20 0.625

Dynamic shear
loading

3 4 (for amplitude
sweep)

5, 10, 15, 20 0.000625 0.1-5 10

4 (for frequency
sweep)

1, 2.5, 5, 7.5, 10, 12.5,
15, 17.5, 20

0.000625 0.5 0.1–10

Fig. 2 – The proposed hyper-viscoelastic model of soft tissue.
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γ¼0.1% to 5%. It is observed that LVR of the bovine liver is
decreased with increasing pre-strain, as reported in Tan et al.
(2013). The shear strain value corresponding to lowest LVR,
γLVR ¼ 0:5%, is used in all frequency sweep experiments,
which are performed in the frequency range of ω¼0.1–10 Hz
under varying amounts of compressive pre-strain (ε¼1%,
2.5%, 5%, 7.5%, 10%, 12.5%, 15%, 17.5% and 20%) applied at
the quasi-static loading rate of v¼0.000625 mm/s (see
Table 1). The frequency sweep experiments are repeated with
four samples taken from each liver (4 samples per liver�3
livers¼12 samples). In all experiments, the torque response is
recorded as a function of frequency.
Fig. 3 – The tissue sample in reference configuration is
compressed first and then torsion is applied. In the figure,
NF and T represent the normal force and torque,
respectively.
2.3. Constitutive model

A hyper-viscoelastic constitutive model is developed to
investigate the material properties of uniaxially compressed
cylindrical liver tissue under torsional shear loading. It
utilizes a single parameter Neo-Hookean material model to
characterize the quasi-static hyperelastic behavior of liver
tissue under large deformations and a twelve-parameter
viscoelastic model to characterize its rate and strain-
history-dependent behavior. Hence, the total stress response
of the liver tissue under combined loading of compression
and torsion is expressed as σt ¼ σe þ σv, where σe and σv are
the hyperelastic and viscoelastic Cauchy stress tensors (see
Fig. 2). In the following sections, we further explain how each
stress component is formulated.
2.3.1. Hyperelasticity
We assume that the soft tissue is isotropic, homogenous, and
incompressible. Using the cylindrical coordinates, a point in
the tissue sample is initially located at X¼X(R;Θ;Z) with
respect to the reference configuration and at x¼ xðr; θ; zÞ with
respect to the deformed configuration.

Then, the deformation gradient for the tissue sample is
defined as F¼ ∂x=∂X. In the case of uniaxial compression of
the sample, r¼ R=

ffiffiffi
λ

p
; θ¼ Θ; z¼ λZ; where, λ is the stretch (see

Fig. 3). Hence, the deformation gradient of a cylindrical tissue
sample under pure uniaxial compression is given as

Fc ¼
1=

ffiffiffi
λ

p
0 0

0 1=
ffiffiffi
λ

p
0

0 0 λ

2
64

3
75 ð1Þ
In the case of simple torsion of the sample,
r¼ R, θ¼ Θþ ΚZ; z¼ Z; where Κ is the angle of twist per unit
length (see Fig. 3). Then, the deformation gradient of the
cylindrical tissue sample under simple torsional shear load-
ing is defined by Fs as

Fs ¼
1 0 0

0 1 γ

0 0 1

2
64

3
75 ð2Þ

where, γ ¼ rK is the torsional shear strain.
The deformation gradient of an initially compressed

cylindrical tissue sample under torsional shear loading is
defined by F¼ Fs : Fc as

F¼
1ffiffi
λ

p 0 0

0 1ffiffi
λ

p γ λ

0 0 λ

2
664

3
775 ð3Þ
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Accordingly, the resulting left Cauchy–Green deformation
tensor, B¼ F:FT, is calculated as

B¼

1
λ 0 0

0 γ2 λ2 þ 1
λ γλ2

0 γ λ2 λ2

2
664

3
775 ð4Þ

The principle invariants of the left Cauchy–Green tensor
are calculated as I1 ¼ tr Bð Þ ¼ γ2λ2 þ λ2 þ 2=λ, I2 ¼ 1=2 tr Bð Þ2��
tr B2� �Þ ¼ γ2λ4 þ γ2λþ 2 λþ 1=λ2, I3 ¼

���B
���¼ 1.

Using the left Cauchy-Green deformation tensor, the con-
stitutive relation for isotropic, homogenous, and incompres-
sible hyperelastic soft tissue can be written as

σe ¼ α1Bþ α2B2�pe I ð5Þ

where, α1 ¼ 2 ð∂W=∂I1Þ þ I1ð∂W=∂I2Þ
� �

; α2 ¼ �2 ð∂W=∂I2Þ, pe is
the undetermined pressure due to the incompressibility
condition, and I is the identity tensor. For a Neo-Hookean
material, the strain energy function is defined as W¼ μ=

2 ðI1�3Þ, where μ is the linear shear modulus.
2.3.2. Viscoelasticity
The constitutive relationship for an isotropic, homogenous,
and incompressible viscoelastic soft tissue can be defined as
(Pouriayevali et al., 2012; Shim et al., 2004; Yang et al., 2000)

σv ¼ FðtÞ :Ω C τð Þ� �
: FTðtÞ�pvI ð6Þ

where, Ω is a matrix functional describing the effect of
strain history on stress, C is the right Cauchy–Green deforma-
tion tensor defined as FT:F, pv is the undetermined pressure
due to the incompressibility condition, and t is the time.
Based on the constitutive model shown in Fig. 2, the function
Ω takes the following form (Yang et al., 2000)

Ω C τð Þ� �¼
Z t

0
β I1; I2ð Þ mðt�τÞ _EðτÞdτ ð7Þ

where, the Green strain tensor is defined by E¼ ðC�IÞ=2, β
is a function defined as β¼Aþ B ðIc2�3Þ. The material para-
meters A and B represent the linear and nonlinear tang-
ent moduli of the spring in each Maxwell arm shown in
Fig. 2, respectively (Please note that the second invariant
Ic2 ¼ 1

2 tr Cð Þ2�tr C2� �� �
is related to the deviatoric aspects of the

stress and strain). For infinitesimal deformation, Ic2�3 is
approximately zero and hence, the proposed viscoelastic
model reduces to the well-known generalized Maxwell
model. The function mðtÞ represents the sum of series of
relaxation functions defined for each Maxwell arm as

m t�τð Þ ¼
XN
i ¼ 1

e�ðt� τÞ=ρi ð8Þ

where, ρ is the relaxation time and N is the number of
Maxwell arms connected in parallel. In our earlier studies,
we observed that N¼2 is sufficient for characterizing the
viscoelastic response of liver tissue under compression
(Samur et al., 2007). With the same notion, we utilize two
additional Maxwell arms for modeling the viscoelastic
response of the liver tissue under torsional shear loading.
Hence, the rate-dependent viscoelastic behavior of the liver
tissue in combined loading of compression and torsional
shear is characterized by a total of four Maxwell arms as
Ω C τð Þ� �¼
Z tc

0

X2
i ¼ 1

Ac;i þ Bc;i Ic2�3
� �� 	

e�ðtc � τÞ=ρc;i _Ecdτ

þ
Z ts

0

X2
i ¼ 1

As;i þ Bs;i Ic2�3
� �� 	

e�ðts � τÞ=ρs;i _Esdτ ð9Þ

where, the subscripts “c” and “s” represent the variables
defined for compression and torsional shear, respectively.
The strain rate functions for compression ð _EcÞ and torsion ð _EsÞ
are given as

_Ec ¼

� _λ
2λ2

0 0

0 � _λ
2λ2

γ_λ
4
ffiffi
λ

p

0 γ_λ
4
ffiffi
λ

p 1
2 ð2λ _λ γ2 þ 2λ_λÞ

2
66664

3
77775:

_Es ¼
0 0 0

0 0 1
2

ffiffiffi
λ

p
_γ

0 1
2

ffiffiffiffi
λ

p
_γ γλ2 _γ

2
664

3
775

ð10Þ
where, _λ and _γ are the stretch (or strain) and shear rates,
respectively. To evaluate the compression data, we set γ¼0,
_γ ¼ 0(hence, the second integral term in Eq. (9) drops auto-
matically) while the superposition principle is utilized (i.e.
both terms of the integral are used) to evaluate the combined
loading data.

2.3.3. Hyper-viscoelasticity
The total stress response of the liver tissue under combined
loading of compression and torsion is given as

σt ¼ σe þ σv ð11Þ
The total hydrostatic pressure, p¼peþpv, is determined by

means of the equilibrium equation, div σt ¼ 0, and using
traction free boundary conditions as suggested by Ciarletta
and Destrade (2014). Finally, the normal force (NF) during
compression and the torque (T) during torsion can be calcu-
lated using the components of the stress tensor as

NF¼ 2π
Z R

0
r σt33dr ð12Þ

T¼ 2π
Z R

0
σt23 r

2dr ð13Þ
3. Results

In order to determine the optimum material parameters of
the proposed hyper-viscoelastic model, the experimental
data obtained from the normal compression and the dynamic
shear loading experiments are used simultaneously along
with an optimization scheme utilizing the least-square
approach (see Fig. 4). Hence, the goal of the optimization is
to estimate the material coefficients of the model (μ; Ac;1; Ac;2;

As;1; As;2; Bc;1; Bc;2; Bs;1; Bs;2,ρc;1; ρc;2; ρs;1; ρs;2) by minimizing
the error between the experimental data and the correspond-
ing values generated by the model. The material parameters
estimated by the optimization process are tabulated in
Table 2.

The normal force versus strain response of the bovine liver
for different loading rates is given in Fig. 5. The markers and
error bars represent the mean experimental data (average of
3 animals) and the standard deviations from the mean
values, respectively. The solid curves show the corresponding



Fig. 5 – The normal force–strain response of bovine liver for
different compression rates. The markers and the solid
curves represent the mean experimental data and the model
output, respectively.
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model output (R240.98). As shown in the figure, the stress
response is highly nonlinear, which becomes more promi-
nent with the loading rate.

The average torque response of the liver samples as a
function of frequency for compressive pre-strains of ε¼1%,
2.5%, 5%, 7.5%, 10%, 12.5%, 15%, 17.5% and 20%, applied at
compression rate of v¼0.000625 mm/s, is shown in Fig. 6. The
markers and solid curves represent the mean experimental
data and model output (R240.91), respectively. As shown in
the figure, the magnitude of torque response increases with
the frequency and the compressive pre-strain. This plot
clearly shows the significant effect of compression on the
shear response of the soft tissue. Also, using the torque
response at frequencies ω¼0.1 Hz, 1 Hz and 10 Hz and the
physical dimensions of the tissue samples, the mean (aver-
age of 3 animals) values for storage and loss (shear) moduli,
are calculated for different compressive pre-strains (Table 3).
At low frequency (ω¼0.1 Hz), the storage and loss moduli of
the samples vary between GS¼306–945 Pa and GL¼56–150 Pa,
respectively. When the frequency of stimulation is increased
to 10 Hz, the storage and loss moduli of the samples vary
between GS¼658–2148 Pa and GL¼60–363 Pa, respectively.
The results show that the storage and loss shear moduli of
bovine liver increase as a function of frequency and com-
pressive pre-strain.

Finally, the “true” dynamic shear response of bovine liver
for zero pre-compression (ε¼0) is estimated by extrapolation
using the proposed hyper-viscoelastic model fitted to the
experimental data. Hence, the “true” response comes from a
hypothetical measurement, which is not possible to perform
in real world since some amount of compression is always
necessary for rheological shear measurements. With respect
to the true response, the mean relative error (MRE) in the
Fig. 4 – The optimization scheme for the estimation of the
material parameters of the hyper-viscoelastic model.

Table 2 – The material parameters of the hyper-viscoelastic m

μ [Pa] Ac;1

[Pa]
Ac;2

[Pa]
As;1

[Pa]
As;2

[Pa]
Bc;1

[Pa]
Bc;2

[Pa]

2.67E2 1.53E-
8

8.78E-
8

2.00E-
3

8.74E1 2.09E6 3.61E
dynamic shear response of bovine liver samples, measured at
different compressive pre-strains, is calculated and plotted in
Fig. 7 and also tabulated in Table 4. For this purpose, each
curve shown in Fig. 6 is subtracted from the true dynamic
shear response and the average relative error is reported as
MRE. The figure shows that there is a cubic relation between
the MRE and the compressive pre-strain. The statistical
differences between the dynamic shear responses of bovine
liver measured at different compressive pre-strains and the
odel estimated by the optimization.

Bs;1

[Pa]
Bs;2

[Pa]
ρc;1 [s] ρc;2 [s] ρs;1 [s] ρs;2 [s]

5 1.56E1 9.16E1 5.01E1 3.92E1 8.28E5 7.85E-
2

Fig. 6 – The torque response of bovine liver for different
compressive pre-strains applied at quasi-static rate of
v¼0.000625 mm/s. The markers and the solid curves
represent the mean experimental data and the model
output, respectively.



Table 3 – The storage and loss (shear) moduli of bovine liver measured at 0.1 Hz, 1 Hz and 10 Hz for different compressive
pre-strains.

Compressive pre-
strain (ε)

ω¼0.1 Hz ω¼1 Hz ω¼10 Hz

Storage
modulus [Pa]

Loss modulus
[Pa]

Storage
modulus [Pa]

Loss modulus
[Pa]

Storage
modulus [Pa]

Loss modulus
[Pa]

1% 306714 5675 440729 94710 658761 60715
2.5% 320711 5774 460724 9877 678730 70731
5% 35479 6374 513722 10878 726756 8074
7.5% 400710 7074 584720 11978 867744 119721
10% 46079 7974 681717 13577 1047736 13179
12.5% 541710 9174 813710 15575 1221757 173719
15% 639727 10575 980730 18076 1411763 237728
17.5% 768736 12576 1195737 21176 1729783 296722
20% 945760 15075 1497782 25178 21487167 36377

y = 0.012x3 + 0.3605x2 + 0.141x 
R² = 0.99 

0 

50 

100 

150 

200 

250 

0 4 8 12 16 20 

M
R

E
[%

]

Compressive Pre-strain [%] 

Fig. 7 – The mean relative error (MRE) made in the
measurement of dynamic shear modulus of bovine liver as a
function of compressive pre-strain.
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true dynamic shear response corresponding to zero compres-
sive strain are investigated by paired t-tests (Bonferroni
correction is applied). The dynamic shear moduli of bovine
liver measured at compressive pre-strains higher than
ε¼2.5% is found to be statistically different than its true
shear moduli estimated for zero compressive strain (po0.05).
4. Discussion

The compression experiments show the rate-dependent
hyperelastic behavior of liver tissue. The proposed hyper-
viscoelastic model fit well to the experimental force–strain
curves obtained for different compression rates. If the small
strain assumption is used, the linear elastic modulus of the
bovine liver can be estimated as E¼3μ¼801 Pa (assuming that
the liver tissue is homogenous, isotropic, and incompressi-
ble). This value is in agreement with linear elastic modulus
estimated for bovine liver (between E¼1600–33600 Pa as a
function of preservation period varying from 5 to 53 h) in
Yarpuzlu et al. (2014), (as E� 5000 Pa for the preservation
period of 1–4 h) in Ocal et al. (2010), (between E¼400–700 Pa
using an ultrasound device and between E¼300–1600 Pa
using a mechanical tensile testing device) in Chen et al.
(1996), shear modulus estimated for bovine liver (G¼600 Pa)
in Liu and Bilston (2000), (G¼3400 Pa) in Sapin-de Brosses
et al. (2010), linear elastic modulus for pig liver (E�10000 Pa)
in Ottensmeyer (2001), Kruse et al. (2000), Tay et al. (2006),
Samur et al. (2007) and elastic modulus for human liver
(E�20000 Pa) in Nava et al. (2008).

The results of the dynamic shear loading experiments
show that the shear modulus of bovine liver increases with
frequency, compressive pre-strain, and the rate of compres-
sion. We observed that the storage and loss shear moduli of
bovine liver, measured at temperature of 24 1C and torsional
shear strain of γ¼0.5%, vary between GS¼306–2148 Pa, and
GL¼56–363 Pa respectively for frequency of stimulation vary-
ing between ω¼0.1–10 Hz and the compressive pre-strain
varying between ε¼1–20%. These results are compatible with
those of the earlier studies. Liu and Bilston (2000) measured
the shear storage and loss moduli of the bovine liver under
ε¼5% compressive pre-strain at 37 1C temperature to vary
between GS ¼1000–7000 Pa and GL¼300–1000 Pa, respectively
for the torsional shear strain of γ¼0.11% and the frequency
range of ω¼0.006–20 Hz. Valtorta and Mazza (2005) used a
torsional resonator to characterize the complex shear mod-
ulus of bovine liver under 0.2 Pa vacuum pressure for the
frequency range of ω¼1–10 kHz at the ambient temperature.
The results of the experiments suggested that the magnitude
of the complex shear modulus of the liver varies between |
G*|¼5000–20000 Pa. Wex et al. (2013) performed strain (ω¼1
Hz, γ¼0.0001–1%), stress (ω¼1 Hz, τ¼0.1–100 Pa), and fre-
quency sweeps (ω¼0.1–10 Hz, γ¼0.001%) and relaxation
experiments (ω¼1 Hz, τ¼1 Pa, for 600 s) on porcine liver using
a rheometer under a constant pre-load of 0.6 N. The magni-
tude of the complex shear modulus was reported to vary
between |G*|¼564–1004 Pa and |G*|¼470–578 Pa under fre-
quency sweep for the post-mortem period of 1 h and 20–
27 h, respectively. Ayyildiz et al. (2014) performed amplitude
(ω¼20 Hz, γ¼0.1–2%) and frequency sweep tests (ω¼0.1–
20 Hz, γ¼1%) on bovine liver tissue under ε¼5% pre-strain
and investigated its dynamic shear response as a function of
preservation solution and period. The LVR of the bovine liver
samples was determined as γLVR¼1%. The storage modulus of
the samples stored in Ringer, HTK and UW solutions varied
between GS ¼361–2084 Pa, GS¼262–701 Pa and GS¼266–
2073 Pa, respectively. Also, the loss modulus of the samples



Table 4 – The mean relative error (MRE) in dynamic shear modulus of bovine liver measured at different compressive pre-
strains. The frequency of stimulation varies between 0.1 and 10 Hz.

MREε ¼ 1% MREε ¼ 2:5% MREε ¼ 5% MREε ¼ 7:5% MREε ¼ 10% MREε ¼ 12:5% MREε ¼ 15% MREε ¼ 17:5% MREε ¼ 20%

0.2% 2.3% 11.0% 26.6% 49.9% 81.7% 123.3% 176.4% 243.1%
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stored in Ringer, HTK and UW solutions measured as GL¼78–

675 Pa, GL¼51–187 Pa, and GL¼64–815 Pa, respectively. Klatt

et al. (2010) conducted rheological experiments with bovine

liver samples, at torsional shear strain of γ¼0.3% and tem-

perature of 1 1C, in the frequency range of ω¼2.5–62.5 Hz. The

storage and loss moduli were varied between GS¼1000–

3000 Pa and GL¼400–1270 Pa, respectively. Kruse et al. (2000)

measured the magnitude of the complex shear modulus of

the porcine liver at 37 1C as |G*|¼3000 Pa at ω¼100 Hz and as |

G*|¼5000 Pa at ω¼300 Hz by using the MRE method. Sapin-de

Brosses et al. (2010) measured the magnitude of complex

shear modulus of bovine liver as |G*|¼34007500 Pa by using

supersonic shear imaging technique for the frequency range

of ω¼150–200 Hz at a temperature of 25 1C and for post-

mortem period of 0–48 h. Riek et al. (2011) used MRE techni-

que to examine the dynamic mechanical properties of bovine

liver tissue at a temperature of 17–19 1C for the frequency

range of ω¼100–800 Hz and post-mortem period of 0–2 h. The

authors reported the storage and loss moduli of bovine liver

tissue as GS¼1420–4910 Pa and GL¼740–1620 Pa, respectively.
The dynamic elastic moduli of animal and human livers

have been also investigated in the literature. Ocal et al. (2010)
measured the elastic storage and loss moduli of the bovine
liver at the room temperature as ES¼5000–80000 Pa and
EL¼1000–13000 Pa, respectively for the frequency range of
ω¼0–80 Hz and post-mortem period of 1–48 h. Kiss et al.
(2004) applied cyclic stimuli (ω¼0.1–400 Hz) to the canine
liver tissue in the normal direction within 72 h of post-
mortem time at 21 1C and estimated the storage and loss
modulus as ES¼4000–10000 Pa and EL¼800–10000 Pa, respec-
tively. Ozcan et al. (2011) performed impact hammer experi-
ments on fresh human livers harvested from the patients
having some form of liver disease and observed that the
storage moduli of the livers having no fibrosis (F0) and that of
the cirrhotic livers (F4) varied from ES¼10000–20000 Pa and
EL¼20000–50000 Pa for the frequency range of ω¼0–80 Hz,
respectively.

The differences in the measurement devices, measure-
ment methods, and the measured subjects (human, porcine,
bovine and canine) contribute significantly to the discrepan-
cies in the results of the studies reported above. Another
reason for the discrepancy could be the effect of measure-
ment conditions. The environmental conditions such as
temperature and humidity affect the material properties of
the soft tissue. The storage and loss moduli of the liver tissue
were shown to reduce with increasing temperatures (Geerligs
et al., 2008; Kiss et al., 2009; Klatt et al., 2010). Nicolle and
Palierne, 2010 reported that dehydration of tissue samples
leads to overestimation of shear modulus. Similarly, post-
mortem time, sample preservation method and solution are
also significant factors affecting the outcomes of the mea-
surements. Garo et al. (2007) and Ayyildiz et al. (2014) showed
a significant increase in dynamic shear moduli of brain and
liver tissues for post-mortem interval longer than 6 h and
11 h, respectively. Ayyildiz et al. (2014) demonstrated that the
type of chemical solution used for the preservation of the
tissue samples has an influence on the measured dynamic
shear moduli. In addition, the sample preparation process
also has an impact on the measured material properties.
Hollenstein et al. (2006) and Umale et al. (2011) reported that
the liver tissue feels softer when Glisson's capsule is removed
during the sample preparation. Hrapko et al. (2008) showed
that obtaining tissue samples from different cutting planes
cause variations in the shear material properties due to the
anisotropy. There are also inherent difficulties in material
characterization of soft tissues using a rheometer, which
affect the outcome of the measurements. For example, to
prevent slippage between the plates of the rheometer and
sample, a sand paper is typically attached to the plates or the
sample is glued to the plates. Nicolle and Palierne (2010)
compare the use of sandpaper versus adhesive in rheological
measurements and conclude that both methods have
drawbacks.

There are limited numbers of studies in the literature

investigating the effect of compressive pre-strain and strain
rate on the measurement of dynamic material properties of

liver tissue. Our results showed that the mean relative error

in the measurement of dynamic shear modulus of bovine

liver varied between MRE¼0.2–243.1% for the compressive

pre-strain varying between ε¼1–20%. Hrapko et al. (2008)
used a rotational rheometer to perform dynamic frequency

tests to investigate the effect of compression on shear

response. The authors showed that the magnitude of the

complex shear modulus of brain tissue is 11.6–21.5% higher

than those measured without pre-compression (ω¼1–10 Hz)
for the compression forces varying between 5–10 mN. Tan

et al. (2013) investigated the effect of pre-strain on the

viscoelastic behavior of the liver tissue for 2–6 h post mortem

time. The authors conducted amplitude sweep experiments

at a frequency of ω¼1 Hz and torsional shear strain varying
between γ¼0.005–2%. The storage and loss moduli of liver

tissue were reported to vary between GS¼350–450 Pa and

GL¼70–90 Pa respectively for the pre compressive strain

varying between ε¼1–20%. DeWall et al. (2012) used dynamic

compression testing in normal direction to quantify the
viscoelastic properties of 16 human liver samples for a

frequency range of ω¼1–30 Hz under a compressive strain

varying from ε¼1–6% (initial compressive pre-strain was

ε¼2%) and for a post-mortem period of 0–2 h. The elastic

storage and loss moduli of the healthy human liver were
observed to increase with compressive strain and varied

between ES¼2000–6000 Pa and EL¼500–2000 Pa, respectively.

Nicolle et al. (2010) performed rheological experiments on

porcine liver samples at 37 1C in the frequency range of
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ω¼0.1–4 Hz under strain rates of 0.0151, 0.133, and 0.7 s�1

and for the post-mortem period of 0–24 h. The storage and
loss moduli of the samples were measured as GS¼800–
1100 Pa and GL¼150–300 Pa, respectively.
5. Conclusion

In order to perform reliable rheological measurements, some
amount of compressive pre-strain should be applied on the
sample to prevent slippage and maximize grip between the
sample and the plates of a rheometer. This work investigates
the effect of normal pre-compression on the characterization
of the shear material properties of bovine liver tissue. The
methodology proposed in this study applies not only to
rheological characterization of soft tissues, but also charac-
terization of other viscoelastic solids such as rubber and
cheese. Though the effect of compressive pre-strain on the
dynamic shear moduli of viscoelastic materials during rheo-
logical measurements has been already acknowledged in a
number of studies in the literature, no systematic experi-
mental study, supported by a constitutive model, has been
conducted to fully investigate this effect in depth. In this
regard, our study is the first to look into this research problem
in the domain of soft tissue mechanics, but the same problem
also applies to rheological characterization of viscoelastic
solids in other domains such as food, automotive, and
construction industries.

As reported in this study, the pre-compression has a
significant effect on the dynamic shear modulus of soft tissue
measured by a rheometer. Our study shows that dynamic
shear moduli of bovine liver measured at compressive pre-
strains higher than ε42.5% are statistically different than its
true shear moduli, estimated by the model for zero compres-
sive strain (po0.05). In fact, the results suggest that a mean
relative error reaches to 243.1% in the measurement of
dynamic shear moduli of bovine liver under the compressive
pre-strain of ε¼20% (ω¼1–10 Hz). Therefore, for liver tissue,
we suggest applying compressive pre-strains not higher than
2.5% in order to avoid over-estimation of shear material
properties. If it is not possible to collect rheological data at
lower pre-strains due to contact problems and slippage, then
we recommend applying a correction to the measured vales
using the relation shown in Fig. 7.
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Wex, C., Stoll, A., Fröhlich, M., Arndt, S., Lippert, H., 2013. How
preservation time changes the linear viscoelastic properties of
porcine liver. Biorheology 50, 115–131.

Yang, L.M., Shim, V.P.W., Lim, C.T., 2000. A visco-hyperelastic
approach to modelling the constitutive behaviour of rubber.
Int. J. Impact Eng. 24, 545–560.

Yarpuzlu, B., Ayyildiz, M., Tok, O.E., Aktas, R.G., Basdogan, C.,
2014. Correlation between the mechanical and histological
properties of liver tissue. J. Mech. Behav. Biomed. Mater. 29,
403–416.

http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref21
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref21
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref21
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref22
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref22
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref22
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref22
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref23
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref23
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref23
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref23
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref24
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref24
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref24
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref24
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref25
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref25
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref25
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref26
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref26
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref26
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref27
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref27
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref27
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref27
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref28
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref28
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref28
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref29
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref29
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref29
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref30
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref30
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref30
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref31
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref31
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref31
http://refhub.elsevier.com/S1751-6161(15)00178-2/sbref31

	Effect of normal compression on the shear modulus of soft tissue in rheological measurements
	Introduction
	Materials and methods
	Preparation of tissue samples
	Experimentation
	Compression experiments
	Dynamic Shear Loading (DSL) Experiments

	Constitutive model
	Hyperelasticity
	Viscoelasticity
	Hyper-viscoelasticity


	Results
	Discussion
	Conclusion
	Acknowledgments
	References




